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Par2ose

The purpose of this affort --- to evaluate the degree anI extent of

degradation of selected electroni' components in tropical environments

over an extended period of time. The components are the type commonly

employed in the fabrication of equipment designed for tactical use by the

armed services. The component complement consists of units with industry

and service acceptance of over a dozen years as well as recent additions

resulting from the pressure and trend toward microminiaturization.

Viis program will establish: (1) the failure rate of the selected

electrcni• components when subjected to tropical environments over an

extended period of time; (2) the mode of failure and/or degradation where

applicable; (\) a laboratory stress test that has proven results that

correlate with the field results to provide acceleration factors for the

future evaluation of similar type components.

The results of the field tests will provide direct indications of the

tropical environmental resistance of the selected components. From the

field test data, extractable information will be available to aid future

effort in the improvement of various classes of components to with3tand

tropical environments. The laboratory tests wrill provide the basis for

a specific laboratory simulation method of proven correlation for use in

the evaluationof other component types without extensive field testing.

vii
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Abstract

During the contract year a degree of correlation between the field

and laboratory stress environments, as reflected through changes in com-

ponent characteristics was accomplished. Since the correlation studies

are as yet incomplete, detailed information will be provided in future

reports. The specified MIL-STD-202C Method 106B 20-cycle temperature and

humidity stress environment was found to yield correlation with certain

jungle-exposed components. From the 6 -1 8 - 6 4 Phase I grcups, these were

composition resistors, carbon-film resistors, wire-wou,.J resistors, Mylar

capacitors, and mica capacitors. From the 9-21-65 Phase II component

groups, correlation was observed for the cerniet variable resistor on a

failure only basis. The variable ceramic capacitor has •xhibited failure

in the field environment, but not in the laboratory cn-vironment. None of

the remaining exhibited a failure mechanism and field data are considered

premature at present for a correlation analysis based upon degradation.

One very significant indication of both field and laboratory stress-

ing is that correlation will be based primarily upon degradation rather

than failure. The specified laboratory test does not in any way provide

the stress and corrosion effects of the airborne salt and dust present at

the tropical seashore exposure site. It is the conduction of this surface

that has yielded data which do not faithfully represent the performance

of certain high impedance components.

viii
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I

During this year, a revision in techmique was instituted to remove

by washing the salt deposited -n the Teflon com.-ponent boards. This has

resulted in the seashore data having less divergence than before and actually

approaching the jungle data. This washing process does not inhibit or

eliminate corroL on of the component terminal leaCs or the effect of shunting

over the component surface by the deposited conductive salt film. It is

corrosion of leaas whi'h has caused the majority of catastrophic failures:

e.g., the microminiature modules and ceramic capacitors. Corrosion was

observed to render wrapped solder connections unstable, requiring resoldering

and replacement of lead vires.

The Phase I components after 22 months of exposure were removed from

their specified environments and allowed to dry out or recover in the test

site laboratory with samil-le readings taken at progressive intervals. The

high impedance components, (e.g. CK and RFI) were observed to exhibit value

changes within 1 hour due to evaporation of surface moisture. The low

impedance components (e.g., RC and CM) exhibited value changes over the

drying period due to the reduction of absorhed moisture. The drying process

was accelerated by the use of dessicant material and a hot room. After 2

weeks, the components were measured and returned to their specified stress

environments.

The Ynase IT compoonents, on exposure for 8 months, were observed to

perform well except for the energized variable ceramic capacitors (vC) which

are beginning to develop symptoms of silver migration. The series resistance

was measured as low as 21,000 ohms for one unit. These components .,7ill now

ix



be scanned for units baving series resistance of less than 1.0 megohm as

a monitor of 'he progress of this degradation. The RJ variaole resistor

was racorded with a reduced erratic resistance value owing t3 moisture

absorption.

The Phase iI components exposed to the specified 20-cycle MIL-STD-

202C stress test did not give any indication of the type of degradation

observed in the field for the energized VC components. Erratic degradation

of the variable resistors (RJ) corresponding to field data was observed.

The remaining components exhibited no failure and only minor degradation

in the laboratory test.

The personnel a . the Tropic Test Center were instructed on the use

of the Q Ieter as may be required for future evaluation of small value

inductance and capacitance components.

For this and future reports, the data format and processing have been

revised to provide more complete evaluation and correlation.
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1. PUBLICATIONSY LECTURES, REPORTS, AND CONFERENCES

During this contract, several conferences and symposia were attended

by Melpar personnel and representatives of various Government egencies for

planning and Laformation purposes in order that the objectives of the

program might be successfully accomplished. Table 1 is a chronological

summary of these meetings.
2
2
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TABLE 1 TAABLE I

SLGU/Y.AY OF MEETINGS Y OF ME

GoveMelpar Government Government AgDate Place Representatives Agency Representatives

USAE,"June 1965 Melpar, Inc., Alfred A. Fini USAECOM E. Linden "US
Falls Church; W. E. Morrow, Jr.
Va.

USAE
18 Sept. to Panama, Alfred A. Fini USAECOM C. P. Lascaro E U.S.
1 October, Canal Zone W. B. Morrow, Jr. U.S. Army Col. P.R. Flor Cruz t Trop
1965 C. G. Moxley Tropic Test Juan M. Calderon t Cent

Center b

26-30 Nov. New Orleans, Alfred A. Fini C. P. Lascaro N
1965 Louisiana s

1-3 Sept. Atlantic W. B. Morrow, Jr. USAECOM E. Godv:in S USAE(
1965 City, N.J. c

16 Dec. vt Monmouth, Alfred A. Fini USAECOM C. P. Lascaro D USAE(
1965 New Jersey E. Linden t

USAE(3 Jan. Ft Monmouth, L. Eliason USAECOM C. P. Lascaro C
1966 New Jersey W. B. Morrow, Jr. E. Linden

R. S. Stowe

USAE20 Jan. Ft Monmouth, L. Eliason USAECOM C. P. Lascaro T
1966 New Jersey B. 11. Dennison E. Linden

(JSAR(17 Jan, Melpar, Inc., B. H. Dennison USAECOM J. Spergel T>S
1966 Falls Chur'-h, W. B. Morrow, Jr.

Va. J. L. Pentecost

USA~r15 March Ft Monmouth B. H. Dennison USAECOM C. P. Lascaro D1.
1966 New Jersey W. B. Morrow, Jr. E. Linden v

r

US.AE(May to Panama, B. H.o Dennison USAECOM E. Linden F U.S,
18 May 1966 Canal Zone C. G. Moxley U.S. Tropic F. T. Brannan n Test

Test Center Col. P.R..Flor Cruz f



LE 1

'F MEETINGLu

Government CGovernmrnt
Agency Representatives Purpose

USAECOM Eo Linden Technical discussion

USAECOM C. P. Lascaro Equipment installa-
U.S. Army Col. P.R. Flor Cruz tion. field inspec-
Tropic Test Juan M. Calderon tion, personnel
Center briefing

C. P. Lascaro Nat. Soc. of Corro-
sion Eng. Symposium

JSAECOM E. Godwin Symposium on Communi-
cations Wire & Cable

USAECOM C. P. Lascaro Discussions on con-
E. Linden tract technical

progress

USAECOM C. P. Lascaro Contract discussion
E. Linden

JSAECOM C. P. Lascaro Technical discussion
E. Linden

JSAECOM J. Spergel Technical discussion

JSAP COM C. P. Lascaro Discussior on appro-
E. Linden val of quarterly

report

JSqA2CON E. Linden Evaluation of compo-
J.S. Tropic F. T, Bramnan nent degradation &
['est Center Col. P.R..Flor Cruz failure
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2. FACTUAL DATA 3
2.1 Contract Guidelines

The following three pages are the technical guidelines for this

contrac t.

I
I

I
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TECHNICAL GUIDELINES 1 May 1963

42300 23 September 1963
TROPICAL SERVICE LIFE OF ELECTRONIC PARTS AND MATERIALS

1. Scope

1.1 These guidelines cover investigations leading to the establish-

ment of accurate data as a basis for predicting the reliable operating ser-

vice life, -n tropical environments, of electronic parts and materials

used in current types of military electronic communications and surveil-

lance devices.

2. Applicable Docuivents

2.1 Military Standard 202C, "Test Methods for Electronic and Elec-

trical Componcnt Parts," Method 106B. "Moisture Resistance."

3 • General

3.1 Effort covered by these technical guidelines is considered to be

Phase II of a program of investigation to determine the ability of current

types of miniaturized electronic parts and materials to perform satis-

factorily in natural tropical environmenu's and to determ.ine the usefulness

of Method 106B of Military Standard 202C as an instrument for predicting

the tropical service life of such parts and materials.

3.2 Phase I of the above-referenced program of investigation, ini-

tiated under Contract No. DA-36-039--AMC-02241 (E) included the following:

3.2.l SeLs of selected test items, suite bly mouined and wired on

exposure panels, d3livered to tropical test sites. Testing initiated by

personnel in accordance with contractor's instructions.

3.2.2 Cther sets cf selected test items, identical in kind and func-

tion to those referenced in 3.2.1, tested in the contractor's laboratory

.....4m _



in accordance with Method 106B of Military Standard 202C. These tests,

initiated early in Phase I, will serve as pilot runs for any necessary minor

modification of jigs, wiring, orientation, instrumentation, etc.,of items

delivered to tropical test sites.

3.2.3 At least one set of selected test items, identical in kind and

function to those referenced in 3.2.1 and 3.2.2, tested and maintained as

a control set.

h. Requirement s

These technical guidelines cover the effort to be included in Phase

Il as follows:

4.1 Simulated Exposure Tests

Sets of selected parts and materials will be tested in the con-

tractor's laboratory, in accordance with the provisions of Method 106B of

Military Standard 202C and selective variations of it until a statistical

correlation with tropical field failure occurs or until a two-year equiva-

lent field exposure time is completed. Appropriate electrical performance

tests will be made ýt predetermined intervals and vis'ial observations of [
fungus growth, discolorations, corrosion, cracks, etc., will be made as a

part of the data recording procedure.

4.2 Natural Tropical Exposure Tests

Sets of selected parts and materials, properly mounted and wired,

on suitably placed and oriented exposure racks which w-%-c delivered to the

test site(s) during Phase I will be subjected to appropriate el-,trcal

tests at predetermined intervals. Measurements will be made by test per-

sonnel in accordance with insLructions furnished by the contractor. Visual

Si



observations of fungus growth) discoloration, corrosion, cracks, etc-,

will be made as a part of the data recording procedure. All field failures

will be analyzed for identification of failure mechanisms and correlation

with laboratory test failure types.

4.3 Correlation of Test Data

Test data obtained at the natural Tropical Test Site(s) will be

forwarded to the contract r' s laboratory as expeditiously as possible in

order that a statistical analysis of the results and comparison of the data

with data obtained from laboratory exposure may be made and a technical evalu-

ation made as to the tropical service life reliability of parts and mater-

ials and the efficiency of the laboratorj test procedures in reproducing

field use conditions.

4.4 Selection of Additional Parts

A further selection of newer families of microminiatirized parts

and asscniated materials shall be made and parts obtained and processed

forc exposure to field and laboratory test conditions.

4.5 Outdoor tropical exposure tests shall, be conducted for a minimum

pericd of L.5 years for 60% confidence level, Acceleration factors and

failure rates sha'l be established and are defined as follows:

Failure Rate in Accelerated Laboratory TestAcceleration Factor=
Failure Rate Under Field Conditions

Failure Rate = Number of Failures per Unit Time

6



The requirements of these stated technical guidelines have been complied

with as follows:

Natural Tropical Exposure TesL' I
The first selection of electronic components was put on exposure at

the jungle and sea shore sites with initial data recorded on 6/18/64. The F
elapsed exposure time with recorded data is 22½ months followed by a 2-week

recovery cycle in a low relative humidity atmosphere. The minimum require-

ment of l years of exposure has been met for these component groups.

The second selection of electronic components was put on exposure at

the jungle and sea shore sites on 9/21/65. Seven months of data are cur- -
rently available.

Simulated Exposure Tests

Sample lots of all the selected electronic components were exposed

to the environment specified by Method 106B of Military Standard 202C for

20 cycles. j
Correlation of Test Data

Correlation of test data has been attempted for the jungle and the I
simulated exposures cnly. This correlation has been attempted for the

components put on exposure on 6/18/64 in the jungle environment. The sea

shore exposure data hive been found to reflect the effect of shunting

due to a salt-water film on the terminal boards. At this time, correl-

ation for the 9/21/65 exposed components is considered premature. i

Acceleration factors can be estimated for those components which have

failure data from both exposure tests.

7 -
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2.2 Accelerated Stress Testing

In accordance with the requirements of the contractural guidelines,

sets of selected electronic components froir both the Phase I and Phase II

component groups have been subjected to the specified 20-cycle laboratcry

test during the period of this contract. The laboratory environmental test

chamber, test equipment, installation of selected components, and the test

program were fully described in paragraphs 4.1 and 4.2 of the Second

Quarterly Report, Reference 10.

The test results and correlation curves are given in paragraphs 4.2.1

through 4.2.8 of reference 10 for the i8 June 1964 (Phase I) components.

Since defined failures were recorded for but two out of the eight compo-

nents, the definition for the acceleration factor must be modifieci to

reflect degradation rate or degree of degradation rather than the speci-

fied ratio of failure rates if such a factor is to be stated with factual

basis. Correspondingly, the results of the accelerated stress tests for

the samples selected from the 21 September 1965 (Phase II) components

report (paragraphs 2.16 through 2.25 of this report resulted in only one

catastrophic failure and no extensive degradation. For one component, the

type RL207 tin oxide resistors, the degradation is less than the limits

allowed for instr'.ment error. Eased upon the res.ults obtained. the test

does not appear to stress the Phase II components suf:ficiently to be con-

sidered as an acceleration test, The one component that exhibited a

failure mechanism in the laboratory tosi has exhibited the same failure in

the field, and conversely, one component which has exhibited a failure mech-

anism in the field did not develop the same mechanism during the laboratory

test.

8



The specified laboratory test has merit based upon usage over many

years of testing of components. Based upon the results obtained from the

eTxposure of the components selected for evaluation in this program ooserved

corrolation is between 35 and 50 percent. A truly universal test may never

be possible, but future afforts of this program will be to attempt to eval-

uate other tests which might be used to supplement MIL-STD-202C, Method

lC6B in order to provide the effectiveness of a universal test. The first

test now planned will be a fixed-temperature, high-humidity exposure with

low percentage salt fog. This is a variation on a standard test which

will introduce the additional stress of corrosion and associated contamin-

ation.

2.3 Field Environment

The environment present at the field tests sites on the Caribbean side

of the Canal Zone is relatively uniform in nature and does not exhibit

drastic changes caused by "fronts" with their associated temperature,

relative humidity, and barometric pressure changes. The winds aloft are

such that radio sondes going to altitudes of over 1000•00 feet return to

within 5 miles of the launch point.

To further illustrate, refer to figures 1., 2., and 3 which are daily

and weekly composites of 3 years of weather data taken at the jungle site

by the Naval Research Laboratory. A best estimate for an average daily

temperature range is 75 to 90 0 F and the average daily relative, humidity

range is 75 to 90 percent. The rainfall data are presented. The compo-

nents are pr'otected from direct raipfall by a shelter and cabinet. It is

noted that airborne salt increases during periods of low rainfall. The

9
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temperature stress here is only a few degrees above normal room ambient

with increased humidity. As to other environmental components which could

change or vary to generate stress, barometric pressure is very steady as

illustrated by the graph in figure It taken near the site at an elevation

of 1 meter. The total variation is less than 10 millibars (less than 1.0

mm of Hg), which cannot be considered very severe alone or in combination

with the temperature and humidity.

Other contaminants possibly present could be ozone, increased oxygen,

products of decomposition, and micro-organisms, but these or others have

not been identified. Time is always a factor and more or less directly

applies. f
Water is always present in the tropical atmosphere and if a component

reacts to the presence of moisture either on its surface or absorbed into

its bulk to known degrees, the component performance in the tropics should,
I

be predictable. The example of stress testing composition resistors in a

95 to 100 percent relative humidity atmosphere at elevated temperatur•.

yielded degradation faster and to a greater degree than did the cycle

test. 1 0  The cycle test can cause moisture uptake to be different owing to

differential expansion of multimaterial components. This may be a partial

explanation for the failure of the excited RN carbon-film resistors, which

has not been fully identified to the same degree in the field tests.

It must be noted from the drying-out cycle that only moisture was

removed and recovery was observed in the majority of components. Since

moisture is a rate factor for corrosion and fungus growth, it can be con-

cluded that moisture is the major source of degradation for these componenta

13
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2.h Recovery Evaluation

The planned program for the visit to the Canal Zone exposure site

included the monitoring of component characteristic changes during a

recovery or drying-out period. The 22 month components were removed from

the humid tropical. environment to the air-conditioned laboratory environment.

The shore located components had had data recorded that same day and there-

fore it was possible to observe increased impedance for certain high imped-

ance components during the first hour due to moisture evaporation resulting

in reduced surface conductance, The value of the RN resistors increased

approximately 0.1 percent. The dissipation factor for the CK capacitors

decreased from 0.038 to 0.005. The capicitance value of the CT capacitors

decreased slightly owing to temperature reduction. The reaction of the

jungle-located components was similar, but since the previous data had

been taken 5 days before the start of this drying cycle, the magnitude

of the first increment of change could be in trror.

Sample groups of five were selected from each lot and monitored on

successive periods of increasing duration. After h days, the components

were stored in a container with a dessicant material to increase the rate

of drying. This was continued until the components had been out of the

tropical environments for a total of 2 weeks. The results of the d ing

are given in the discussion of each component. The last data printout

in the sumnaries, appendix B, and the percent change data plots correspond

to the data recorded at the End of the 2 week drying process for all com-

ponents in each group and lot.

15



This evaluation was not considered for the 21 September 1965 (Phase II)

components of only 7 months of exposure because the drying cycle would be

an interruption of the specified minimum 18 months of tropical exposure.

16



2.5 Resistor, Fixed, Composition, RC

The fixed-composition resistors on tropical exposure for 23 months were

inspected for visible evidence of degradation and the summary of comments are:

JRC - Slight discoloration of tinned leads.

JERC - Slight discolorafion of tinned leads.

SRC - Corrosion products (green) around terminal lead where it enters

resistor body - corrosion products at solder joint; all tinning

appears to be missing from the component lead.

SERC - Same as SRC above. See figure 5.

Data Analysis

The composition resistors have, during the 23-month tropical exposure

period, increased in value in all lots and groups. This is presented

graphically in figure 6, The group sunmmary data are given in table B-1 of

appendix B. Failures are:

One confirmed catastrophic SERC-15

One unconfirmed degradation SRC-18

Component SERC-15 did not recover during the 2-week drying cycle, while

SRC-18 returned to a value very close to the group mean. These resistors

do absorb moisture into the resistor element, which results in the increased

values recorded for all tests. From the data there has been some moisture

uptake in the control lot over the time period of this program.

The matter of moisture absorption was confirmed by the 2-week drying

of the compnnents in the Tropic Test Center Laboratory. The average value

of each lot decreased by approximately 350 ohras drring the period (the

17
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Figure 5. SERC Resistors, Fixed Composition, Corrosion Products at
Body/Terminal Lead Interface
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data summary for the SERC's lacks precision owing to the inclusion of the i
SERC-15 cormponent). The recovery of each l/5th sample is given in figure 7

and table C-I of appendix C. I

I
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I
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I
I
I
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2.6 Resistor, Fixed, Film, RN

The visual inspection of the NIL-type RN carbon-film resistors after

23 months of tropical exposure is summarized as follows:

JRN - Slight discoloration of component leads.

JERN - Slight discoloration of component leads.

SRN - Corrosion at the solder joints.

SERN - Corrosion at the solder joints and some corrosion at the lead

body interface.

Data Analysis

The data for the RN film resistors for the 23-month tropic exposure

reflect the basic problem of maintaining stability in moderately high

impedance circuitry. The effects of salt deposition on the Teflon terminal

boards and the component surface have been reported in previous reports.

During the third quarter of this contract, the field staff was instructed

to decontaminate the component boards prior to each data neasurement to

eliminate this shunt conductance, which directly affects the measured

resistance values. This does not eliminate possible shunting over the

component surface.

The data for the past 6 months reveal no failures for the jungle-

located components and four confirmed D degradation failures in the SRN

group, SRN-4, -14, -17, -20; two confirmed C degradation failures in the

SEN group, SERN-14, -20; and two unconfirmed D degradation failures with

SERN group, SERN-7, -17. Figure 8 is the graphic summary of the average

percent change data for all groups for the 23-month period. The summaries

of field and control data are given in table B-2 of appondix B.
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The drying-out period of 2 weeks yielded indications of surface

moisture evaporation as reflected in resistance increase within the first

hour. The plot in figure 9 shows the percent change of the samples of

five components per lot for the 2-week period. The major effect occurs

within the first day. The data summaries for these selected components

are given fai table C-2 of appendix C.

Inspection of the data for the past 6 months indicates the possibility

of an increase in resistance of the carbon film, but this increase is

neutralized by the conductance of the moisture film present on the surface.

This is best derived from the JERN data; e.g., the mean value was 99.98

kilohms on 8 December 1965, increasing to 100.18 kilohms on 23 March 1966

(the spring dry season), and slightly decreasing for the next two data

points prior to the drying cycle during which the mean value increased to

100.42 kilohms, The elimination of surface shunting due to moisture allows

the measured value to increase. The value of percent change of each

resistor increased to an average of greater than 1 percent. Drying out

did not restore these components to their or:iginal value. One explanation

of what occurred was given for the performance of the AEPUN Laboratory

Test Group, Second Qtarterly Report, Reference l0. The AKERN resistors

developed a mechanism that resulted in ever-increasing resistance. They

did not recover when removed from the test chamber. In discussions with

representatives of USAGOM, it is understood that this phenomenon has been

observed in industry, but reports have not been published. Therefore,

a reference cannot be given.
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The JRN group also increased during the 2-week drying cycle, but the r
final percent change is less; i.e., only 0.64 versus 1.03 for the excited

resistors. This is a strong indication that the previously mentioned

degradation from the electrolysis may be a failure mechanism for these

components.

The performance of the SRN or SERN groups is similar except for the

failures previously mentioned.
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2.Y Resistor, Fixed, Wire-Wound, RW

The visual inspection of the wire-wound resistors, after 23 months

otf tropical exposure, is summarized as follows:

JRW - Slight discoloration of leads.

JERW - Slight discoloration of leads.

SRW - Corrosion of end caps under vitreous coating, faded appearance

and minor corrosion at lead-bcdy interface.

SERW - 50 percent. have brown (rust) on the non-common end of the

resistors (the common end was very clean), corrosion at the

solder joint and also copper corrosion.

Figure 10 is a photograph of the shore-located RW resistors. The

discoloration spots are considered evidence of corrosion involving the

end caps and the resistance wire.

Data Analysis

The wire-wound resistors, RW, have exhibited stability for the 23

months of tropical exposure. As was reported in the second quarterly
10

report, there appear to be corrosion reactions which, with sufficient

time, could result in failure. The only indicated failure is an unconfirmed

C degradation for component SERW-2. The data for this were recorded at the

conclusion of the 3-week dry-out cycle. Since this component has not

previously evidenced degradation, this failure must be defined as unconfirm-

ed. Figure ii is the graphic presentation of the data for all lots of

RW resistors. The processed data summaries for the field and control

component groups are given in table B-3 of appendix B.
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Figure 10. SRW Resistor, Fixed WVirewound, Evidence of Corrosion Products
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Other components in the tropical exposure lots of RW resistors have

evidenced degradation during the past 6 months and this degradation was

not modified by the 2-week drying-out cycle. The performance of the

components selected for observation during the drying period is shown

graphically in figure 12 and summarized--in table C-3 of appendix C.
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2.8 Capacitor, Fixed, Tantalum, CS

The visible effects from 23 months of tropic exposure on the MIL-type

CS-13A capacitors are summarized here:

JCS - Plastic jacket secure, with no evidence of swelling; solder

at seal is very bright and body lead is discolored.

JECS - Same comments as JCS above.

SCS -* Plastic sleeves are peeling back, combined with a general

swelling of the plastic; there is general oxidizing or cor-

rosion of leads and corrosion of solder joints.

SECS - Same comments as SCS above.

The general appearance, lead corrosion, and swelling of the insulating

sleeve for the shore-located units is illustrated in figure 13.

Data Analysis

The CS tantalum capacitors have withstood the 23 months of tropical

exposure without any drastic changes in capacitance value. The increase

in the dissipation factor beyond limits owing to shunt leakage across the

terminal seal caused a few failures. Two units, SECS-16 and -25, appear

to have failed just prior to the May 1966 drying period and recovery was

not achieved by drying the units. These two units are noted as "unable

to obtain valid data," which could be an open circuit owing to corrosion

or a short circuit internal to the capacitor.

The performance of the CS tantalum electrolytic capacitors as revealed

in average value -hange gives the impression of erratic performance during

the late rainy season with recovery during the dry season. Figure I4 is

the graphic presentation and table B-4 of appendix B is the summary of
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Figure 13. SCS Capacitor, Fixed, Tanialum, Electrolytic. Swelling of

Plastic Sleeve Due to Salt and Moisture
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the data for the field and control groups. The 2-week dryi ig cycle

resulted in reduction in the average value for all lots. The drying cycle

also interrupted the initial effects of the rainy season. The rate of

change of capacitance during the drying cycle was observed to be abrupt

for the first increment followed by a gradual change ,(figure 15. The

dissipation factcr decreased more uniformly over a range of 0.2 per cent

during the 12-day cycle. The summaries of data taken during the drying

cycle are given in table C-4 of appendix C.
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2.9 Capacitor, Fixed, Ceramic, COK

The MIL-type CK12 ceramic capacitors during 23 months of tropical

exposure have evidenced various degrees of degradation. A summary of their

physical appearance is given here:

JCK - Slight corrosion on common leads and faint corrosion on

individual leads

JECK - No corrosion at lead-body interface with faint discoloration

of the leac. wire

SCK - Slight lead corrosion

SECK - TWo broken capacitors: corrosion present at body-lead intbrface

on the individual lead end, (See figure 16.)

Data Analysis

Thc OK ceramic capacitors have exhibited great degradation and failure

at different periods during the 23 months of tropical exposure. Recovery

has been accomplished by wmashing thm terminal boards periodically and the

components on a single occasion. The jungle data indicate rather severe-

degradation during tDhe GOo-ber-I-cmbar raryh season followed by recovery

during the December4-arch dry season. -1,.ie shore data fIr the same period

are similar, but with the degradation spread ever a :longer period and with

less tendency to recover. Figure 17 is the graphical presentation of the

percent change for each lot of capacitors for the program to date. Summary

data for the field and control groups are given in table •-5 of appendix B.

The recovery of thege components -when allowed to dry out for 2 weeks

is evidenced prinarily in the reduction of the dissipation factor. Also,
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Figure 16. SECK Capacitor, Fixed Ceramic, Corrosion of Terminals and Leads
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after the drying out, there were only three noted failures, two of which

were from corroded leads, The data taken for five samples from each

group are presented in summary form in table C-5 of appendix C and are

plotted in figure 18. The recovery is fairly rapid during the first 2 days.
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G. U aracitor Fi3 ed, , OTrs

The Mylar capacitors -were visually inspected for evidence of degra-

dation. The effects cf 23 months of tropical exposure are summarized here:

JCT - No visible evidence of degradation.

JECT - No visible evidence of degradation.

SOT - General lead corrosion.

SECT - TMere were several (3 or 4) units with green surface tracks

(CuCl) from the noncormiion leads across the plastic surface (a possible

migration phenomenon).

Data Analysis

Tropical exposure of 23 months for the CT, 11lar capacitors has pro-

duced failures as reflected by the recorded data.

12 unconfirmed D degradation failures : JECT -21, SCT-2, -11, -12, -14,

-17, -25, and SECT -5, -19, -20, -24, -25.

Five unconfirmed C0 dFradstion failures: SCT -11, -12, -18, -20,

SECT -7.

The unconfirmed failures -were noted at one or WO data points only.

All recovered and were within limits prior to and/or after the 2-week

drying period.

The average value change for the Mylar capacitor lots is plotted in

figure 19. The data summaries are given in table B-6 of appendix B for

the field and control groups. The control lot percentage change correlated

with the relative humidity of the environment; i.e., the percent change

increases during the summer months and approaches zero during the winter

montl.s The relative humidity is not controlled by the elpar laboratory

42
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resulting relative humidity is very low; e.g., 20 percent. During the

summer, the relative humidity is high because the hot, humid air is cooled

to only a few degrees below the desired room ambient before circulation,

resulting in relative humidities of 60 to 70 percent. The data for the

control reflect this change in relative humidity. The capacitance value

of tropic lots have all increased with time and appear to have become stable,

reflecting the year-round high relative humidity of the environment. This

condition was changed by the 2-week drying process. The decreased relative

humidity resulted in an average capacitance decrease of over one-half percent.

The effect of the drying process is reflected in average capacitance

percentage degree in figure 20 and summarized in table C-6 of appendix C.

The measured dissipation factor for the tropical lots appears to

increase in the periods generally defined as the rainy season with a

secondary effect from the airborne salt spray. These components responded

to the board and component washing except that the data block just prior

to the 2-week dryout had unconfirmed failures totaling seven, and one

component ',ithout valid data for the two shore-located lots. These data

were taken after the prescribed board washing. All eight of these components

recovered during the drying period.
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The CM-06 capacitors were inspected for visual indications of degra-

dation caused by 23 months of tropical exposure. The summaries are:

JOM - No visible evidence of degradation.

JE. - No visible evidence of dr adation.

SC4 - Evidence of solder (tin or -. ad) migration, no corrosion at

lead-body interface, g-.neral corrosion of leads.

SECM - Same as SCM above.

Data Analysis

The results of 23 months of tropical exposure for the type OK-06

capacitors as reflected in the avwerage percentage change in capacitance

value for each group are graphically presented in figure 21 and summarized

in table B-7 of appendix B. The data were processed with the change in

capacitance limit set at 1.5 percent for D degredation and 3.0 percent

for C degradation. Tnese limits are rather restrictive, but mica

capacitors are nonnally considered in the saue precision category as

the RN film resistors. Correspondingly the dissipation factor limits

were set at 2.15 percent for D and 4.3 percent for C degradation.

A review of the data for the 100 _ica capacit-ors on exposule in

the tropics provides an indication of the relative Jeis for rxke your

groups. The fol3owing is a swmmary of number of components in each

group which, during the 23 months of exposure, have been reported in

either of the two levels of degradation.
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(Number of com onents (Number of components
Tes_ group reported3 reported)

1JC 8 2

JEC4 7 9

- SCM 16 16

j SEC 24 23

The majority of these reported degradations occurred during the fall

I wet season with recovery during the winter-spring dry season. It is noted

that the average values for all four groups were within the "D" limit

during the months of March, April, and May during the dry season and after

the terminal board decontaxmination procedure had been instituted.

The recovery during the 2-week drying cycle was not drastic (see

figure 22) as evidenced by change in capacitance. The dissipation

factor was recorded as decreasing by small increments such as 0.2 percent.

See table C-7 in appendix C.
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2-12 Inductor. Fixed- WE

The fixed ferrite-core i.nductors were inspected for visible evidence

of degradation after 23 months of tropical exposure. The results are

smmmarized here:

JWE - Faint lead fiscoloration.

JEWE - Faint lead discoloration.

SEW - Lead corrosion (rough texture) with indications of

migration of solder across both ends of ,mits,

SBE - Lead corrosion (rough textare) with indications of

migration of solder across both ends of units.

Data Analsis

The WE inductors have withstood the stress of 23 months of tropical

exposure without the development of a degradation pattern or trend which

could be used to identify a possible failure mechanism. No catastrophic

failures have been recorded.

Figures 23 and 24 are the graphic presentations of the changes in

capacitance Q and for all component lots for the 23 months of expoeure.

The effect of the drying cycle on each group is similar. The recovery

of inductace and Q are shown in figures 25 and 26, respectively,

The data summariles for all field and control component groups are

given in tables B-8 and B-9 of appendix B.

The data summaries for the selected components of the drying cycle

are given in tables C-8 and C-9 of appendix C.
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In order to facilitate data taking, the WE components have been

measured at 1000 Hz on a universal bridge. This method does not appear

to be sensitive enough to respond to changes in Q at such higher fre-

quencies as 1.5 to '2.0 MHz. A comparison could be made between the

laboratory control lot and the tropic field lots before the tropic lots

are finally removed from exposure to provide an indication of degradation

at radio freq.uencies.
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2.13 Microminiature Module Capacitor, MC

Data found for the microminiature module capacitors, MC, are omitted

because the test specimens were inherently defective before the study

was started, and furthermore, they do not qualify for military applications.
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Data found for the micrminiature module resistors, MR, are omitted

3 because the test specimens were inherently defective before this study

was started, aund furthermore, they do not qualify for ilitary applications.
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2.15 'Wire, Cable and Connectors

Summ•

The exposure of the selected wire, cable, and connector specimens

during the past year has yielded information indicative of their ability

to withstand tropical environments. The silver-plated coaxial radio-

frequency connectors continued to corrode in the shore atmosphere, whereas

the U-219( )/U aluminum 26-pair connector treated with MIL-14072 Finish

No. E-561 (Alumilite 225 or equal) hard coat exhibited no functional dete-

rioration and the special jungle single pair telephone field wire was

attacked by animals in a mainer essentially the same as in September 1964

and caused electrical discontinuities.

The data summaries for the .expcsed ires and cables are given in

table 2. The data taken for attenuation at radio frequencies is given

in table 3.

Silver-Plated Coaxial Connectors

The connectors located at the jungle site exhibited only slight tar-

nish which corresponds to that observed when these components are in a non-

sulphur atmosphere. The connectors located at the shore site have, during

the p.st year, continued to corrode. The extent of this action has been

su:?ffcient to require pliers to remove the protective caps and plugs from

the BNC connectors. The inside of these connectors exhibited silver tar-

nish and slight corrosion products on or adjacemt to the gold-plated con-

tacts. The extent of the external ccrrosion can be seen in the two photo-

graphs of these connectors in figures 27 and 28.
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5315. U0160-17

Figure 27. Tropical Exposure, Silver- Plated Connector
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Figure 28. Tropical Exposure, Silver-Plated Connector
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TABLE 3

COAXIAL CABLE ATTENUATION DATA (DB) 100 FT

Sample No. 1 GHz 1.5 GHz 2 GHz 3 GHz 4 GHz

JRG-58-1 21.6 31.6 49.0 47.3 56.6
JRG-58-2 21.6 29.3 35.0 44.3 53.3
SRG-58-I P3.3 30.0 36.6 50.0 63.3
SRG-58-2 29.3 33.3 43.0 63.3 66.6
JRG-330-! 17.0 21.6 29.6 35.3 41.6
JRG-330-2 17.5 26.3 29.3 37.3 48.3
SRG-330-1 27.0 29.6 36,6 43.3 ,56.6
SRG-330-2 21.6 23.3 36.0 36.6 58.3
Test Date 9-29-65: Laboratory Environment 770F/50% RH 30-ft lengths

JRG-58-1 44.6 44.6 53.9
JRG-58-2 35.0 43.2 51.9
SRG-58-1 36.6 47.2 60.O
SRG-58-2 NO 55.2 61.2 66.6
JRG-330-1 DATA 29.6 33.9 40.0
JRG-330-2 TAKEN 27.3 36.6 46.2
SRG-330-1 37.9 41.9 55.2
SRG-330-2 32.6 36.6 55.9
Test Date 1-5-66 860F179% RH

JRG-58-1 43.9 45.9 54.6
JRG-58-2 33.3 43.2 52.6
SRG..58-1 36.6 46.6 61.2
SRG-58-2 NO 57.2 60.6 65.9
JRG-330-1 DATA 29.3 33.3 40.0
JRG-330-2 TAKEN 27.9 36.6 46.6
SRG-330-1 36.6 43.3 56.6
SRG-330-2 34.6 36.6 56.6
Test Date 4-i.)-66 91QF50% RH

TM6-J-1 11.4 16.2 20.1
TW6-J-2 11.4 15.9 21.0
JRG-213-1 12.0 15.9 20.7
JRG-213-2 12.0 16.5 20.4
20395-J-1 12.0 16.2 22.2
20395-J-2 NO 12.6 16.5 22.2
Times-J-1 DkTA 14.7 19.2 27.0
Ti.mes-J-2 TAKEN 14.4 19.8 26.4
77314-J-1 • 12.0 18.0 27.0
77314-J-2 12.3 18.0 24.0
20423-J-1 10.8 15.6 19.8
20423-J-2 11.1 15.9 19.2
JRG-9-1 12.6 17.1 19.5
JRG-9-2 12.9 16.8 19.8
Test Date 1-6-66 860 F/75% RH
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TABLE 3 (Continued)

I Sample No. 1 GHz 1.5 GHz 2 GHz 3 GHz 4 GHz

T•6-S-I 10.8 14.4 18.6
Y'5-S- 2 11.1 13.8 18.3

SRG- 213-1 11.7 16.2 20.4
SRO-213-2 13.2 17.1 20.4S20395-S-1 11.4 16.5 21.0
20395-S-2 NO 11.7 16.5 22.5
Times-S-1 DATA 15.0 20.4 26.1
Times-S-2 TAKEN 15.6 21.0 27.0
77314-S-I 11.7 16.5 25.5
77314-3-2 11.7 16.5 24.0
20423-S-1 11.1 15.0 19.5
20423-S-2 10.8 14.4 19.
SRG-9-1 12.6 16.5 19.5
SRG-9-.2 12.6 16.5 19.5
Test Date 1-6-66 871F/7'% RH

TW6-J-I 11. 7 14.27 18.3
TW6-J-2 11.1 14.7 21.0
JRG-213-1 10.8 15.3 18.9
JRG-213-2 11.7 15.6 18.6
20395-J-1 12.6 15.6 .21.9
20395-J-2 NO 12.6 16.5 22.5
Times-J-1 DATA 20.7 27.0
Times-J-2 TAKEN 15.0 20.4 26.4
77314-J-1 11.14 16.2 24.0
77314-J-2 12.0 18.0 24.6
JRG-9-1 12.9 16.8 19.8SJRG-9-2 13.2 16.8 19.8

20423-J-1 10.8 !14.4 18.0
20423-J-2 10.8 15.0 18.6f Test Date 4-6-66 880F/52% RH

To6-S-1 10.8 14.4 18.9
TW6-S-2 11.1 14.4 18.6
SRG-213-1 11.7 16.2 19.4
SRG-213-2 15.0 18.6 22.8
20395-S-I 11.7 15.9 21.0
20395-S-2 NO 11.7 16.5 22.5
Times-.S-1 DATA 14.1 18.6 24.6
Trimes-S-2 TAKEN 15.0 20.41. 26.4
'177314-S-I 11.14 16.5 25.5
77314-S-2 11.14 16.2 23.4
2,3423-S-1 11.14 15.0 19.5
20423-S-2 11.4 15.6 19.8
SRG-9-1 12.6 16.5 19.5
SRG-9-2 12.9 16.5 19.5
Test Date 4-6-66 860F/60% RH
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It is of interest to note that the coating with silicone oil during

the inspection trip of September 1965 did not arrest the corrosion process

on the outer and threaded surfaces of the coaxial connectors.

Twenty-Six Pair "Hermophrodite"l Connector

This connector was inspected and found to be in excellent service

condition both at the shore and jungle exposure sites. The only observa-

tions are rusted lockwashers at the shore location and evidence of small

insects or spiders at the jungle location.

Multiconductor Field Telephone Cable WM-130, per NIL-E-55036

The cut end of this cable was found to be rusted.

Telephone Pair, Tropical and Assault Cable (Development Contract)

This cab.l was put out after the September 1965 inspection with over

one mile exposed in the jungle area. Prior to Nay 1966, a break in contin-

uity had been recorded and a search was initiated to locate the fault. The

search was completed during the May 1966 anspection visit. The cable was

found to have been attacked hy some animal. The majority of the gnawed

sections consisted of cuts of the insulation only. The fault was never

determined due to the lack of a clean cut break of one of the conductors.

Approximately 1000 feet of the wire were removed from the jungle and

in this process several mechanical and electrical separations developed.

Since this portion had the greatest concentration of gnawed sections, it

was suspected as containing the fault. This was not correct. The fault

continued to exist in the remaining 4000 feet of wire. Figure 29 illustarates

one cf the gnawed spots.
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Figure 29. Gnawed Tropical and Assault Cable (Development Control)
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Telephone Wires, WD-I, WD-I Modified, and WF-16

These were observed to lack any visible degradation throughout the

jungle run. Particularly, they were without any marks denoting animal

attack. However, during a visit in 1965, a sample of WD-Il modified wire

was found vhich had been attacked by aninals. At the shore site, the

insulation of IOD-I modified wr-e had blemish spots.
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2.16 Resistor, Composition, Hermetically Sealed, RO (Phase II)

Visual inspection of the RCO8 resistors after 7 months at tropical

exposure is summarized as follows:

JRO - Clean

JERO - Clean to slight discoloration of leads

SRO - Lead corrosion general and near terminal seal

SERO - Lead corrosion general with heavier deposits near terminal seal

Accelerated Stress Test Results

The sealed and insulated composition RCO8 resistors exhibited only

positive value changes during the MIL-STD-202C, Method 106B test. The
LL

ILmaximum increase was +1.02 percent for one of the energized units with the

averages of the maximums being +0.60 percent for the unenergized and +0.70
z

percent for the energized lots. The processed data summary is given in

table D-l of appendix D. The average percent change is plotted in figure 30.

This test did not produce any discernible mechanism of failure, and

and only n;light degradation.
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Figure 30. Accelerated Life Test Group RO, MIL-STD 202C Method 106B
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2.17 Resistor. Fixed. Tin-OxidA Film. RT. (Ph.cq TT)

Visual inspection of the MIL-type RLO7 tin-oxide film resistors after

7 months of tropical exposure revealed the following:

JRL - No degradation

JERL - No degradation

SRL - General and uniform lead corrosion

SERL - General. lead corrosion more intense than for the SRL's

Accelerated Stress Test Results

The drift and change in value of the tin-oxide fil-m, resistors during

the MI-STD-2020 Method 106B stress test was within one order of magnitude

less than the specified procurement tolerances. The maximum deviation for

a single unit was -0.33 percent and the average of the maximum deviations

would be +0.15 percent for the energized lots. The data summaries for the

complete test are given in table D-2 of appendix D. The average percent

change for the two test gr'oups is plotted in figure 31.
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2.18 Resistor, Fixed, Metal FiLm,, MF (Phase II)

Visual inspection of the MIL-type RN6OC metal film fixed resistors

after 7 months of tropical exposure revealed the following:

JMF - Slight lead discoloration.

JM - Slight lead discoloration.

SMF - Lead corrosion; slight discoloration at terminal area at body.

SEMF - Heavy corrosion at negative terminal at resistor body; general

lead corrosion.

Accelerated Stress Test Results
W

The RN60C metal film resistors suffered value changes greater thanu

:kl percent of the initial value. Fifty percent were measured outside the U.

procurement specification limits of 9,900 to 10,100 ohms. The data summary U
L-

is given in table D-3 of appendix D. The average percent change is plotted
LU

in figure 32. The data and plot indicate degradation which could be from 0
LU

moisture uue to lack of sealing around the terminal leads. This possibility

was pointed out in the third quarterly report, reference 11. In addition,

reference 11 noted that the conformal coating o-er the resistor surface was

uneven, which could allow moisture to reach the metal film.
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2.19 Resistor. Variable. Cermet. RJ (Phase ID

The visual inspection of the MIL-type RJ12 variable resistor after 7

months of tropical exposure is summarized as follows:

JRJ No visible evidence of degradation

JERJ No visible evidence of degradation

SR-j No visible evidence of degradation or corrosion

SERJ Na vý.jible evidence of degradation or corrosion

The field data for this component reveal a small number of failures due to

reduc--., value and erratic performance. This is similar to the data reported

below from the accelerated stress test. Since no attempt was made to effect

a recoveiT (i.e... drying out)., it can only be assumed that moisture accm-

ulation inside the component is the responsible mechanism.

Accelerated Stress Tf-.,st Results

Tha cernet variable resistors were observed to be very stable except

foy ý,ne unit which had a 76 percent reduction in value. This change is

attributed to moisture accumulation within the unit. Also it must be noted

that recovery did take place prior to the conclusion of the test. The

other units had small maximum value changes ranging from -0.43 percent to

+2.02 percent. The summary data are given in table D-4 of appendix D and

the average percent change is plok-Oted in figure 33.
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2.20 Capacitor, Fixed, Tanta!um, Soid-E-Lectrol-te, TA (kPase ii)

Visual inspection of the T.Y-1type electrolytic capacitors after 7

months of tropical e.osure is summarized as follows:

JTA - Slight discoloration of leads

jETA -. Slight discoloration of leads

STA - General lead corrosion

SETA - Gener-al lead corrosion more severe near capacitor body

Accelerated Ste.ess Test Results.s
Z

The TAML sintered-powder tantalum electrolytic capacitors were obsexred
o.

U
to exhibit stability well widthin the tolerance limits specified for the

Z

component. The change for both lots had the same characteristics of
Z
U.'
Uincreased capacitance and increased dissipation factor. See table h4. ot

The greater increases in capacitance and dissipation factors for the
Uw

energized vs the unenergized lot can be attributed to long-term polariza,-

tion. The summary data printout for this test is given in table D-5 of

appendix D and the average percent change in capacitance is plotted i-n

figure 34.
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TABLF 4. ITISTD-202C METHOD I06B STRESS TEST,
ELECTROLYTIC CAPACITORSP, TA, INCREMENTAL

CHANGE DATA, CAPACITANCE

Component Initial values Maximumn+ Increase (%)

Number 0* P C D AC++

ATA-I 110.5 01106 11.27 0.120 +2.0

ATA-2 10.56 O.O54 10.82 O.058 +2.1

ATA-3 II.IG 0.096 11.40 O.Iii +2.7,

ATA-4 10.22 0.118 O*.h8 0.137 +2.4

ATA-5 10,80 0.112 11.06 0,124 +2.4

AETA-1 11.03 O.140 2-.45 0.175 +3.8

AETA-2 10.93 0.082 2.1.49 0.100 ,5,1

AETA-3 11.00 0.069 11.44 0.085 +4.0

AETA-4 10.98 O.084 11.37 0.100 +3.5

AETA-5 11.04 0.163 1D.39 0.190 +-)2

*C = Capacitance in microfarads.
-YD = Dissipation factor.
+Maxinum = maximum value recorded at any data point during test.
++AC= capacitance change in percent of initial value.
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2.2i Capacitor, Fixed, Tantalum, Liquid-Eiectroiyte, UL (rnase ii)

The visual inspection of the MIL-type CL24 capacitors after exposure

for 7 months to tropical environment is summarized as follows:

JCL - Body tarnished; black specks on plastic end. seals.

JECL - Body tarnished; black specks on plastic end seals.

SCL - Body tarnished; plastic end seals appear dirty with gray and

black specks.

SEOL - Body tarnished; plas ,ic end seals appear dirty with gray and

black specks.

Figure 35 is a photograph of the jungle-exposed CL capacitors. The dis-

coloration of the end seals can be seen.

Accelerated Strees Testing Results

The etched-foil tantaluu liquid-electrolyte type CL capacitors with-

stood the MIL-STD 202C Method 106B 20-cycle exposure with only a very

small increase in capacitance value and a slight change in dissipation

factor. See table 5.

The greater change was in the energized units, due presumably to pro-

longed polarization.

The data summaries for this test for both lots are given in table D-6

of appendix D and the average percent change in capacitance is plotted in

figure 16.
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Figure 35. JCL Capacitor, Fixed, Tantalum, Black Specks on End Seals
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Figure 36. Accelerated Life Test Group CL, MIL-STD 202C Method 106B
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TABLE 5. MIL-STD-202C METHOD I06B STRESS TEST,
ELECTROLYTIC CAPACITOR, CL, INCREMENTAL

CKANGE DATA, CAPACITANCE

Component Initial values Maximum+ Increase (%)

Nimb er C D** C D A C++

ACL-1 4.172 .100 4.195 +0.55

f ACL-2 5.' -.4 .090 5.467 .082 +0.4±2

ACL-3 6.130 .130 6.158 .121 +0.46

AC"-4 3.673 .086 3.690 .081 +0.46

ACL-5 4.058 .135 14.071 .122 +0.3"2

I AECL-1 5.070 .130 5.126. .126 +1.1

AECL-2 5.673 .113 5.742 .108 +1.2

AECL,-3 4.947 .116 4.989 .118 +0.85

I AECL-4 4.389 .153 4.445 .144 +1.3

AECL-5 3.974 .127 4.05c .114 41.9

- *C = capacitance in microfarads.
.,;-D - dissipation factor.

+max.imnu = max value recorded at any data point during test.
++AC= capacitance change in percent of initial value.
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2.22 Capacitor, Fixed, Ceramic, KCPhase II

The rvIltiplate ceramic capacitors were visually inspected after 7

months of tropical exposure. The observaticis are as summarized here:

JKC - No visible degradation or corrosion.

JEKC - No visible degradation or corrosion.

SKC - One broken lead, and a rupture at the joint of the lead and

the fired pad, the exact cause of which is not known. Lead

corrosion was present.

SEC - Lead corrosion present.

Accelerated Stress Testing Results

The effect of temperature and humidity cycling per MTL-STD-202C

Method 106B on the multiplate ceramic capacitors lacked direction for the

nonenergized lot and was unidirectional for the energized lot. The values

for dissipation factor remained very stable within the spread of 0.007 to

0.012. The data for this test are summarized and presented in table D-7 of

appendix D and the average percent change in capacitance is plotted in

figure 37.
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2.23 Capacitor, Fixed, Ceramic, VK (Phase II)

The MIL-type CK05 ceramic capacitors exposed to tropical environment • 1o.o

for 7 months were inspected. The comments are summarized here:

JVK - No visible degradation or corrosion 8.0

JEVK - No visible degradation or corrosion

SVK - Slight lead corrosion 6.0

SEVK - Slight lead corrosion

Accelerated Stress Test Results 4.0

The single-plate CK05 capacitors were exnposed to the specified 20-cycle
z

temperature and humidity environment. The components have a nc iinal value 2.
2.0

of 220 picofarads, but when the capacitors were installed in the test chamber U
LU

with cabled leads to allow measurements to be made outside the chamber with- <oS0.0
I-

out disturbing the component environment, the measured values increased byz
M

over 100 picofarads due to the distributed capacity of the cable. The data .L 0

as taken and processed include this combined value. The accuracy of results<

cannot be determined, and therefore, the Processed data are given only as an

indication. The measurement of dissipation factor also lacks known accuracy

because the cabling in combination with the other capacitors appeared to 6.0

present phase-shifted signals which, when nulled out, represent a measure-

ment error. In the future, attempts wil3 be made to modify the test tech..

nique to reduce this source of error.

The processed data for this test are presented in table D-8 of K100
appendix D and the average percent change in capacitance is plotted in

figure 38.
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Figure 38. Accelerated Life Test Group VK, MIL-STD 202C Method 106B
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2.24 Capacitors Variable, Ceramic, VC (Phase II)

Visual inspection of the commercial ceramic variable capacitors after

7 months of tropical exposure is summarized here:

JVC - Silver tarnished; ceramic and plastic dirty.

JEVC - Silver tarnished; ceramic and plastic dirty.

SVC - Silver tarnished; considerable evidence of salt and moisture

accumulation on ceramic and plastic surfaces.

SEVC - Same as for SVC above.

Figure 39 is a photograph of the jungle-located imits with the above-

mentioned dirty spots in evidence.

During the installation of the lead-acid batteries the excitation

voltage on the capacitor panel of the Phase II components was observed to

be depressed below the minimum limits. Investigation determined that leakage

current through the 8K isolation resistor was sufficient to reduce the com-

ponent voltage to less than 10 volts, The VC capacitors were isolated as

having developed low insulation resistance; i.e., high leakage current. The

extent of degradation was determined by both direct current resistance and

"Q" measurements. Correlation was obtained between the methods, Resistance

as low as 20,000 ohms was measured. In order to continue the test, it was

necessary to put in addition.al isolation for the VC capacitors only. This

additional isolation resistance, 220,000 ohms, reduced the excitation voltage

across the VC's to approximately 2 volts.

The cause for this condition is ascribed to the very well known phenom-

enon of silver migration. Since these components are not sealed from moisture,

this result could be expected. The field personnel were instructed to monitor

the leakage resistance of these components.
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Acceleration Stress Test Results

The laboratory stress testing of the variable ceramic capacitor did

not yield reliable data owing to the large amount of cable capacitance

which was subject to variation due to moisture and physical position changes.

No catastrophic failure developed such as observed after 7 months of trop-

ical exposure owing to the limited time span of the test. The processed

data for this test are given in table D-9 of appendix D and the average

percent change in capacitance is plotted in figure 40.
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2.25 Inductor, Variable, VI (Phase II)

The inspection of these components after 7 months in the tropics

revealed only discoloration of the mournting hardware and clouclUng of the

coil impregnating varnish. During the instruction period for the uee of

the "Q" Meter, a set of data was taken for one lot of these components.

The only comparison possible is with the control lot.

Canal Zone: f - 2.67 MHz Q - h8 to 61
Control: f - 2.00 MHz Q - 93 to 101

This is an indication of 2:1 increase in losses. (NOTE: The laboratory

control units at 2.67 MHz have Q value equal to or greater than the values

at 2.00 MHz.)

The value of capacitance required to resonate the inductors in the

field appeared to have a greater spread in value than for the indrhctors in

the control group.

Based upon this investigation, plans are going forwrd to measure

these components by "Q" Meter techniques at a nominal frequency of 1.50 MHz.

This is an optimum based upon a measured self-resonance of xo.5 MHz for

the coil assembly, At 1.50 MHz, the Q and inductance error as read directly

on the meter approaches zero. It is felt that this technique wll provide

more uniform and realistic data for these components.

The first conjecture as to the cause of increased loss for these

componenis is that moisture has been absorbed into the plastic impregnant

or that the impregnation was incomplete and moisture had been absorbed into

the fabric of the wire insulation.
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The variable indacturs, VI, wha subjected to the MIL-STD-202C.

Method 106B temperature and humidity test for 20 cycles exhibi.ed .

degradaticn or failure mechanisim ot-her than a slight sbift in vralue ýnring

the first few cycles. The comment made regarding 1000 Hz measurement of

the A inductcrs also applies to the variable inductors VI. The data talken

with long leads into the test chamber caused errors which covld not be

controllsd or dot-t iin,, Thorefore the data do riot reflect the per'formance

of 'hi.,, czmp:nert or tfiauancie3 normal to its application.

The processed data for this tast are given in tables D-10 and D-11

o0 appenrdix D. Tne averare percent change in inductance is plotted in

figure hl.
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3. LABORATORY TEST. MIL-STD-202C. METHOD 106B

3.1 General

In acccrdance with the stated guidelines of this program, Melpar com-

pleted during this quarter the second labcratory test considered capable

of stressing electronic components so as to produce results which correlats

with field exposure on an accelerated time scale. The method, equipment,

end technique were fully described in the second quarterly report.10 The

component group were those of the second phase of this program; i.e., RO,

RL, MF, RJ, VI, VC, TA, CL, KC, and VK as described in the third quarterly

report. l

The only problem area encountered was in the measurement of the low

value components. These were the variable ceramic capacitor, VC; the

fixed ceramic capacitor, VK; and the variable inductor, VI. The con-

straints of not removing the components from the test chamber and energiza-

tion of one-half of the units during 90 percent or more of the time re-

quired a test lead from each component to the test instruments outside the

temperature humidityr chambers. The distributed capanitance of these leads

was observed to change due to movement of the cable assembly and the ener-

gization of the terminal boards. An attempt was made to ascertain the

distributed capacitance with a control lead, but it was ibandoned when the

data lacked correlation. One solution would be to use calibrated test

leads with the clips being manipulated with sealed gloves as in a "dry boxy,,

but this is not possible at present.

The performance of the components was almct without any drastic

change, degradation, or failure. The only failure recorded was for one RJ
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vrariable resistor which apparently held sorbed condensate, causing the rcsis-

tance value to decrease to less than 50 percent. At the end of 7 months

of tropical exposure, the same failure has been recorded for more than

one of these components. The energized variable ceramic capacitors in the

tropics have developed silver migration as a definite failure mechanism

which has not been observed in the 20-day laboratory test.

3.2 Data Analysis

The data recorded from the laboratory test were processed in the same

manmer as the field and control data. The previous laboratory test results

were compared with the Jungle data on a 20:1 scale. It is considered pre-

mature at this time to prepare bcoparison plots since orly 7 months of field

data are available.

Failure limits for these components have not been established, but

are awaiting analysis of both this test and a reasonable amount of field

data.
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4. DI0IY COMPOrENT TEST BOARDS

Two dummy component test boards were exposed in February and

immediately showed the effects of the high humidity enviroranent. Figure

42 shows the wiring and testing diagram of the boards, and table 6 gives
0

th6 data accumulated since February and, in addiLion, the original cali-

bration data.
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TABLE '6. DUMMY COMPONENT TEST BOARD INSULATI tLATION

Insulation Resistance, Kilo-M~eohm4' ohms at

Laboratory
Calibration

2/14/66 2/14/66 3/7/66 3/7/66 /166

Reading* Shore J Shore J Shore Jungle le

1 - A 100 100 > 10 > 10 > 10 >10 1 0

7 - P 100 100 > 10 > 10 > 10 > 10 -110

20-C 100 100 > 10 > 10 > 10 > 10 'i0
13 - D 100 I00 > 10 > 10 > 10 > 10 -30

1 - 1 00 100 > i0 > 10 > 10 > !

18 - E 100 100 > 3-0 > 10 > 10 > 10 1.0,

20 - F 100 100 > 10 > 10 > 10 >*10 10
22 -- F•- 100 I-00 >I10 >I10 >I10 >I10 3.0O

25 - G 100 100 > 10 > 10 > 10 > 10 •.

(Row 1)
5 (Row 2) 100 100 > 10 > 10 > 10 > 10 p.1

(tow 1)15 (Row 2) 100 100 > 10 > 10 > 10 > 10 ".10

22(Row 1)>1 l Vi22 (Row 2) 100 100 > 10 > 10 > 10 > i. 10

Energizinig Boards 'ards

8 or 7 - B 100 100 > 10 > 10 > 10 > 10 -i0

D+E16 or 15 - 100 100 > 10 > 10 > 10 > 10 ,1.0

F+G
1• 100 100 > 10 > 10 > 10 >10 I 0)

Terminal-to-terminal insulation resistance

per arrangement given in figure 42.
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ION RESISTANCE Kilo-Megohms

s at 50 Volts (dc)

Field

3/28/66 3/28/66 4/2o/66 4/14/66 5/2566 5/25/66
Shore .Jungle Shore Jungle Shore Jungle

>10 > 10 <10 >10 > 1 <10

> 10 > i0 < 10 < 10 >" < 10

>I10 >I10 1 >I10 < 1> 1

>10 >10 <10 >10 <10 <10

> 10 > 10 < 10 > 10 < 10 10

> 10 > 10 < 10 > 10 < 10 10

> 10 > 10 < 10 < 10 < 10 < 10

> 10 > 10 <1 0 > 10 < 10 10

1 0 > !0 < 10 > 10 < I010

.1 -V

> I0 L, 0 < 10 > I01 i0 I0

> 10 > 10 < 10 > 101 10 10

> 10 > 10 <1 0 > 10 < 10 10

Is

> 1 > 1 <I10 > 1 1 >1

> > > 1 <10 < 1

>>> > 1 0.1 0.
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5. CONCLUSIONS

The following conclusions result from the effort on this contract for

the fourth quarter and the year.

1. The value change fox the 23-month tropically exposed components

has during this year slowed and or stabilized except for catastrophic

failures. The components exposed at the shore site evidence greater degrad-

ation than the same components exposed at the jungle site. The components

being excited with direct current potential evidence greater degradation

than the same unexcited components.

2. The majority of catastrophic failures are charged to the effects

of corrosion from the deposition of salts present at the shore site. Num-

erous leads have broken due to corrosion, and at present, all component

leads -xhi*it this action to various degrees. Solder joints and the gold-

plated terminals have not been immune to corrsion; i.e., replacement of

buss wire and the resoldering of wrapped connections have been common and

necessary during the past year.

3. The termiDAl board decontamination procedure has reduced the data

excursions previously reported and ascribed to the shunting of the terminal

board by a salt water film. The shunting has been sufficiently reduced so

that the measured data reflect the degree of the degradation process.

This decontamination process dces not eliminate shunting over the component

outer surface, and with time, the data from the higher impedance units will

reflect this deposition.

4. Two weeks of forced drying yielded value improvement for almost all

of the 23-month components. The incremental recovery for the film-type
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components was rather rapid, whereas for the buCk-type components the

2-week period may not have been sufficiently long to obtain a state of

equilibrium. I
5. The MIL-STD-202C Method 106B Laboratorj Stresa Exposure test for

samples from the Phase I component group yielded correlation with the

jungle-exposed bulk type compomients such as composition resistors, mica

capacitors, and Mylar capacitors. It is conjectured that similar corelml-

tion could have been obtained with shore-exposed components if the board

decontamination procedure had been initiated early in the program. This

is based upon upon current data values which reflect similar average values

for the jungle and shore samples. 3
6. The MIL-STD-202C, Method 106B Laboratory Stress Exposure test for

samples from the Phase II component groaps predicted a posaible area of I
failure. One variable resistor, type RJ, was observed to decrease in

value to -75 percent of its initial value. A similar failure has been

observed for this component after months of exposure in the field. The

failure mechanism of silver migration did not develop in 20 days in the

laboratory, but did in the field exposure for the variable capacitor type I
VC.

7. The climatic environment in the Canal Zone is considerably more

stable than the Method 106B test cycle. This is considered as one of the

main reasons for lack of correlation for certain components. I
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6. PROGa14 FORT THS WU !NT?;PEiUAT+

Tbh progr-am for the first quarter of the continuation contract

DA.28-OLý3wAMC-02222 (E) will concentrate on the development of a cor-

relatable laboratory test. The specified MIL..TD-202C Method 10611,

which has given limited correlation, will be set aside for a fixed

temperature and humidity test with salt spray added. This is based

upon the conclusion that moisture is the primary stress or degradation

element in the tropical exposure. The effect of moisture in combination

with salt at a beach site yields results of moisture absorption into

the bulk materials and moisture and salt deposition on the surfaces for

corrosion of metals and conductive shunting.

The first phase will be the evaluation of the results reported from

the previoas study in this area by Battelle Memorial Institute. These

results, in combination with the capabilities of the salt fog chamber

available at Melpar will determine the initial stress environment.

Based upon results to date, both field and laboratory, it is felt that

temperature need not be cycled and that relative humidity should be as

high as posoible. When salt is added to the environment, the humidLty

should not be so high as to cause the salt and corrosion products to be

washed away by condensate. The only components scheduled for failure

analysis and investigation out of the Phase I lot are the microminiature

modules. The leads to these modules have suffered considerably from the

effects of corrosion and it was decided to terminate their continued

exposure, At the Agency's reqxest, the remaining individual components

remain exposed to the tropical environment.
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The me'.hod of measuring the inductance and HQU of the small inductors,.

type VI, wrill be changed from 1000 Hz on an 1 .e-dance bridge to 1.5 MHz on a

"Q" meter. This will yield data having a 1:1 correlatiou with the components -

normal circuit application.

No inspection trips are planned.

'I
lO11



b7- T-1'PTTýT7TnAI'PTMQ1 fT? %(;? VY P~n" PT
'J9

-1e following key technical personnel, whose r~sum~s are on file at the

agency have spent the following time on the program during the contract

period of 1 Jvne 1966 through May 31, 1966, and the additional time required

to prepare, edit, and publish this report.

Hours

A. A. Fini 427

W. B, Morrow 855

B. H. Dennison 969
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1. Report No. 1 'Tropical Service Life of Electronic Parts and
Materials," First Quarterly Progress Report, Contract No. DA-36-
039-AMC-02241 (E), USAERDL, Ft. Monmouth, New Jersey.

2. Report No. 2 "Tropical Service Life of Electronic Parts and
Materials," Second Quarterly Progress Report, Contract No. DA-36- I
039-AMC-02241 (E), USAERDL, Ft. Monmouth, New Jersey.

3. Report No. 3 "Tropical Service Life of Electronic Parts and
Materials," Third Quarterly Progress Report, Contract No. DA-36-
039-AMC-02241 (E), USAFDL, Ft. Monmouth, New Jersey.

4. Report No. 4 "Tropical Service Life of Electronic Parts and I
Materials," Annual Interim Report, Contract No. DA-36-039-AXC-
02241 (E), USAERDL, Fort Morrnouth, New Jersey.

5. Report No. 5 "Tropical Service Life of Electronic Parts and
Materials," Fourth Quarterly Progress Report, Contract No, DA-36-
039-AMC-02241 (E), USAERDL, Ft. Monmouth, New Jersey.

6. Report No. 6 'Tropical Service Life of Electronic Parts End
Materials," Fifth Quarterly Progress Report, Contract No. DA-36-
039-AX-0221 (E), USAERDL, Ft. konmouth, New Jerse•y

7. Report No. 7 "Tropical Service Lafe of Electronic Parts and
Materials," Sixth Quarterly Progress Repore Contract No. DA-36-
039-AMC-02241 (E), USAERDL, Ft. Monmouth, New Jersey.

8. report No. 8 "Tropical Service Life of Elec-ronic Parts and
Miterials," Final Report, Contract No. DA-36-039-A}X-02241 (E),
UI'AERDL, Ft. Monmouth, New Jersey.

9. Report No. 9 "Tropical Service Life of Electronic Parts and
Materials," Report to. 1, Contract DA,28-043-AlC-01346 (E),
USAERDL, Ft. Morziruth, New Jersey.

10. Report No, 10 "Tropiccs! Service Life of Electronic Parts and
Materials," Report No. 2, Contract DA 28-043-AMC-01346 (E),
USAFRDL, Ft. Mornaouth, New Jersey. [

I1. Report No, 11 "Tropical Service Life of Electronic Parts and
Materials," Report No. 3, Contract DA 28-043-A-MC-01346 (E)
USAERDL, Ft. Monmouth, New Jersey.

12. "Laboratory Test Procedures for Predicting the Tropical Servic-s
Life of Electronic Components and Materials," First Quarterly A
Report, Contract No. DA-36-039-SC-64518, Squier Signal Laboratc-ry
Ft.. Monmouth, New Jersey.
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13. "Laboratory Test Procedures for Predicting the Tropical Service
Life of Electronic Components and Materials." Second Quarterly
PrOgress Report, Contract No. DA-36-039-SC-64518, Squier S'.gnal
Laboratory, Ft. Monmouth, New Jersey.

114. "Laboratory Test Procedures for Predicting the Tropical Servize
Life of Electronic Components and Materialsvt" Third Quarterly
Progress Reprot• Contract No. DA-36-039-SC-64518,-* Squier Signal
Laboratory, Ft. Monmouth, New Jersey.

15. "Laboratory Test Procedures for Predicting the Tropical Service
Life of Electronic Components and Materials," Fourth Quarterly
Progress Report, Contract No. DA-36-039-SC-64518, Squier Signal
Laboratory, Ft. Monmouth, New Jersey.

26. "Laboratory Test Procedures for PredictLng the Tropical Service
Life of Electronic Components and Materials," Fifth Quarterly
Progress Report, Contract No. DA-36-039-SC-64518, Squier Signal
Laboratory, Ft. Monmouth, New Jersey.

17. "Laboratory Test Procedures for Predicting the Tropical Service
Life of Electronic Components and Materials," Sixth Quarterly
Progress Report, Contract No. DA-36-039-SC-64518, Squier Signal
Laboratory, Ft. Monmouth, New Jersey.

18. "Laboratory Test Procedures for Predictir g the Tropical Servien-
Life of Eiectronic Components and Materials," Seventh Quarterly
Progress Report, Contract No. DA--36-39-SC-64518, Squier Signal
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APPENDIX A

ABBRE'riATIONS, DEFINITIONS, AND COMPOE4T IDENTITY

r
1. Electronic Components, Sample Lot Identity

The first letter of both the three- and four-letter combinations

designates the location or specific stress test.

These letters and their identifications are:

A - MIL-STD-202C Method 106B 20 day, Temperature Humidity Exposure

B - 20 day one percent salt fog at 600 C exposure

C - Control - Laboratory, Melpar, Inc.

J - Jungle Lat. 90 22' 47" N
Long. 790 51' 49"W

S - Shore- Lat. 90 24' 09" N

Long. 79 0 51' 49"W

The second letter of the four-letter combinations - E - denotes

"Energized" component lot. For example:

JERC - Jungle Energized Resistor, Composition

If the component lot is not energized, only three letters are used:

JRC - Jungle (unenergized) Resistor, Composition

The last two letters of both the three- and four-letter combinations

identify the component type. The asterisks are used to identify the date

the components were put on test (see footnote). The component idenfifica-

tion letters are:

CK (*) Capacitor, fixed, ceramic, type CK12AXlOIK, MIL-C-11015

CL (*) Capacitor, fixed, tantalum pantoxide dielectric, liquid
electrolyte, type CL24BJ.R5UP3, MIL-C-3965/2A

*Denotes component put on exposure at jungle and seashore beginning June 1964.

•*Denotes components put on exposure at jungle and seashore breginning September
1965.
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CM (*) Capacitor. fixed, mica. •vDe CMO6222JO3. MTTL-C-5

CS (*) Capacitor, fixed, tantalum, solid electrolyte, type
CS13AFO1K HIL-C-2665O

CT (*) Capacitor, fixed, Mylar, type CTLO4VAK, KIL.-C-27287

KC (•*) Capacitor, fixed, ceramic, miltiplate construction.
Commercial type 262C-067103X91O1B

MC (*) Capacitor, fixed, ceramic•, micromodule assembly

MF (•*) Resistor, fixed, metal Ailm, type RN6OClOO2F,

I' L-R-lOgO9E

MR (*) Resistor, fixed, ridcromodule assembly

RC (*) Resistor, fixed, composition, type RCO7GF1O3J, NI[L-R-11

RJ (*) Resistor, variable, cermet film, type RJI2, Commericial
specification 3052L

RL (*,) Resistor, fixed, tin oxide film, t.ype RLO7ADlO3J,
MIL-R-22684

RN (*) Resistor, fixed, carbon film, type RN55DIO3F,
im-R-10509

RO (**) Resistor, fixed, composition, insulated, type
RCO8GF472J

RW (*) Resistcr, fixed, wire wound, type RW69V901, MIL-R-26

TA (*) Capacitor, fixed, tantalui pentoxide dielectric, solid
electrotype, type TAM I014025P5C (commercial)

VC (*3,) Capacitor, variable, ceramic, type 557-000-24R

(commercial)

VI (*) Inductor, variable, type X-2060-5 (commercial)

VK (**) Capacitor, fixed, ceramic, type CKO5CW221K, MIL-C-11015

WE (*) Inductor, fixed, ferrite, type WEE-39 (commercial)
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2. Cables, Telephone, Power, and Radio Frequency

(June 1964)

WD-1, T6isted pair field wire, polyethylene insulation with
Nylon jacket, stranded conductor, steel reinforceA.

WD-l, Modified twisted pair field wire, hard polyethylene
with no jacket, stranded condvctor, steel reinforced.

WF-16, Field wire, four conductor, two twisted pairs. each
pair parallel laid, conductors stranded cadmium-copper.

RG330U, r-f cable, miniature coaxial, foamed polyethylene
dielectric with high den3ity polyethylene jacket.

RG58C/U, r-f cable, miniature coaxial, solid polyethylene

dielectric with type II-A jacket, per MIL-C-17.

(September 1965)

Tropical jungle cable, developed per contract DA 36-039-AMC-
02168(E), 2-conductor cable, solid alloy PD 135 conductor
with propylene copolymer insulation.

RCA 012 Power cable, silicone rubber insulation, arctic
neoprene jacket.

RCA 013 Power cable, butyl rubber insulation, arctic neoprene
jacket.

WM 130 Multiconductor field telephone cable, per NIL-C-55036,
26 pair cable.

US 10-RG 326, coaxial c~able, perforated Teflon tape, insulated
polyurethane jacket.

RG-8A/U, low density polyethylene dielectric core with nitrile
rubber-vinyl chloride jacket, per 1T4L-C-17.

RG-213/U constracbion, except ester-type urethane jacket
(Formula C).

RG-213/U construction, except ether-type urethane jacket,
ID-387, PP-20395.

RG-213/UJ construction, except ethylene copolymer jacket:
i.e., ethylene plus one polar ccmonomer (DXDF 1211, PP-20423).

RG-213/UJ construction, except ester-type urethane jacket. Same
as above except different manufacturer (Urethane Estane 58064).
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RG-213/U, construction, except ethylene copolymer jacket,
Alathan 2000, BK 30, NW-6.

RG-9/UE, low density polyet1,ylene dielectric core -rith nitriie
rubber-vinyl chloride jacket, per NIL-C-17.

Hookup wires, 6115-K90-5660, 6144-K90-5638, and 6145-635-2820,

par MIL-W-76A NW-C-20(lO)U.

3. Connectors and Caps

(June 964h)

UGo•2 .,-u - Connector for RG330/U

UG88E/U - ConnectorI for RG58C/U

CU282/U - Caps for UG260D/U and UG88E/U

(September 1965)

UG-23 Coaxial connector

UG-21 Coaxial connector

MX-913 Coaxial connector cap

6950 Coaxial connector cap

Twenty-six pair 'hermaphrodite" connector per SCL-6024

A-5
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EXPLANATION OF TERIMS

% CHANGE is X x lO0
0

where X - initial value, resistance, capacitance or Q
0

X. = value measured at data taking (internal)

LIMIT is the agreed tolerance limit based upon the component specifications

and coefficients.

AVE % CH is the arithmetic average of the % CHANGE value for the sample

lot, excluding catastrophic failures.

MEAN VAL is the MEAN or X value of the sample lot, excluding catastrophic

failures.

f (X,)2
i12STD DEV is ( i

Standard deviation a is in units of measure the same as those for the

component.

% VAR is the PERCENT VARIANCE x 100

TEM!RH % is temperature (0 F) and relative humidity (%) observed at the

time the measurements were recorded.

FAIL D corresponds to the number of components in the lot whose value has

exceeded the LIMIT but not exceeded twice the LIMIT with respect to

the number of valid-data components.

FAIL C corresponds to the numbier of components in the lot whose value has

exceeded T7UICE the LIMIT with respect to the number of valid-data

components.
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EXPLANATION OF TERMS
X.-X

SCHANGE is I x 100,xo I!
where X = initial value, resistance, capacitance or Q

0

X. - value measured at data taking (internal)

LIMiIT is the agreed tolerance limit based upon the component specifications

and coefficients.

AVE % CH is the arithmetic average of the % CHANGE value for the sample

lot, excluding catastrophic failures.

KEAN VAL is the I6&AN or X value of the sample lot, excluding catastrophic

failures.

STD DEV is £x) 2
-(X)

2 r
Standard deviation cr, units of measure the same as for the component.

% VAR is the PERCE1NT VARIANCE a x 100

TEP/RH % is temperature (OF) and relative humidity (%) observed at the

time the measurements were recorded.

FAIL D corresponds to the number of compcnents in the lot whose value has

exceeded the LIMIT but not exceeded twice its LIHIT with resTpect to

the number of valid-data components.

FAIL C corresponds to the number of components in the lot whose value has

exceeded TWICE the LIMIT with respect to the number of valid-data

components.
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TABLE C-1. DATA SUMMARY, DRYING CYCLE, COMPOSITION
RESISTORS (RC)

TYPE RC LIMIT 11.50 RESISTOR SUMMARY--% CHANGE
JRC 05/04/66 05/10/66 05/11/66) 05/13166 05/16/66 05/26/66

AVE % CH 5.53 5.07 4.75 4.23 3.15 2.14

MEAN VAL 10.045 10.600 10.554 10.522 10.470 10.362 10.260
STD DEV .117 .169 .191 .169 .184 .146 .180
X VAR 1.16 1.59 1.81 1.61 1.76 1.41 1.75

TEMP/RH% 78/80 65/62 65/62 65/62 7/155 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

JERC 05/04/66 05/10/65 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 5.42 0 4.96 4.71 4.21 3.17 2.13

MEAN VAt 10.042 10.586 10.540 10.515 10.465. 10.360 10,1?55
STD DEV .i09 .144 .141 .081 .138 .151 .138
% VAR 1.09 1.36 1.34 .71' 1.32 1.46 1.35

TEMP/RH% 78/80 65/62 68/60 67/62 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SRC 05/09/66 05/10/66 05/11/56 05/13/66 05/16/66 05/26/66

AVE % CH 4.81 5.09 4.22 3.81 2.87 1.67
MEAN VAL 10.019 10.531 10.528 00.442 10.401 10.307 10.186

STD DEV .134 .146 .158 .118 .115 .114 .158
% VAR 1.34 1.39 1.50 1.13 1.11 1.11 1.55

TEMP/RH2 78/80 65/62 68/60 67/62 70/55 70/55
FAIL 0 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0105 0/05 0/05

SERC 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE t CH 10.73 4.21 4.98 3.71 2.73 1.92

MEAN VAt 10.000 11.067 10.421 10.497 10.371 10.?73 10.192
STD DEV .047 1.153 .038 .165 .047 .047 .060
% VAR ,47 10.42 .36 1.57 .45 .46 .59

TEMP/RH% 78/80 65/62 68/60 67/62 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 1/05 0/05 0/05 0/05 0/05 0/05
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TABLE C-2. DATA SUMMARY, DRYING CYCLE, CARBON FILM RESISTORS (RN)

TYPE RN LIMIT 2.00 RESISTOR SUMMARY--% CHANGE
JRN 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66 r

AVE X CH .39 .56 .56 .61 .54 .57

MEAN VAL 99.79 100.18 100.35 100.35 100.40 100.33 100.36
STO DEV .78 .79 .40 .50 .80 .47 .79 [
t VAR .78 .79 .40 .50 .80 .47 .79

TEMP/RH% 78/80 65/62 68/60 67/62 70/55 70155
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0105

JERN 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH .57 .82 .87 .77 .83 .83

MEAN VAL 99.28 99.85 100.09 100.14 100.05 100.10 100.11 1
STU DEV .57 .82 .96 .38 .37 .52 .82
% VAR .57 .82 .96 .38 .37 .52 .82

TEMP/RH% 78/80 65/62 68/60 67/62 55/70 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SRN 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66 I
AVE % CH .28 .58 .60 .64 .61 .69

MEAN VAL 99.73 100.01 100.31 100.33 100.36 100.34 100.41
STD DEV .65 .79 .85 .60 1.06 .68 1.07

% VAR .65 .79 .85 .60 1.06 .68 1.07 1
TEMP/RH' 78/80 65/62 68/60 67/62 70/55 70/55

FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SERN 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH .52 .76 .75 .75 .78 744

MEAN VAt 99.75 100.28 100.52 100.50 100.50 100.53 100.49
STD DEV .98 .43 .75 .46 .49 .47 .41

% VAR .98 .43 .75 .46 .49 .47 .41

TEMP/RH% 78/80 65/62 68/60 67/62 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05
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TABLE C-3. DATA SUMMARY, DRYING CYCLE, WIREWOUND RESISTOR (RW) T

TYPE RW LIMIT 5.25 RESISTOR SLUMMARY--% CHANGE
JRW 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05126/66

AVE t CH .04- .07- .09- .07- .07- .06-

MEAN VAL 913.8 913.4 913.2 913.0 913.1 913.2 913.3
STD IEV 9.5 7.3 4.1 12.8 12.8 7.3 4,2
X VAR 1.04 .80 .45 1.40 1.40 .80 .46

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FALL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

JERW 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 C5/26/66

AVE % CH .03- 0.05- .05- .05- .05- .04-

MEAN VAL 903.6 903.3 903.1 903.2 903.1 903.1 903.2SID DEV 11.4 12.8 12.7 7.4 14.1 14.1 14.1
% VAR 1.26 1.42 1.41 .82 1.56 1.56 1.56

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FAIL 0 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SRW 05/09i66 05/10/66 05/11/66 05/ 7/66 05/16/66 05/26/66

AVE % CH .05 .05- .32- .06- .04- .04-

MEAN VAL 908.? 908.6 907.8 905.3 907.7 907.8 907.9
STD 9EV 14.0 13.8 11.0 Ib.7 12.6 14.1 11.2

: VAR 1.54 1.52 1.21 1.84 1.39 1.55 1.23

TEMP/RH% 78/80 70/55 68/5ý, 67/72 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SERW 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH .43 .29 .25 .25 .28 .22

MEAN VAL 901.8 905.7 904.5 904.1 904.1 904.3 903.7
STD 9EV 11.2 13.8 11.5 12.6 11.0 15.2 16.2

% VAR 1.24 1.52 1.27 1.39 1.22 1.68 1.79

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05
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TABLE C-4. DATA SUMMARY DRYING CYCLE, TANTALUM CAPACITORS ELECTROLYTIC (CS)

TYPE MC LIMIT 12.00 CAPACITOR SUMMARY--% CHANGE
JMC 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 6.98- k.63- 4.69- 4.42- 4.38- 5.24-

MEAN VAL 10.40 9.68 9.92 9.91 9.94 9.95 9.86
SID DEV .32 .23 .37 .47 .42 .25 .24
% VAR 3.08 2.38 3.73 4.74 4.23 2.51 2.43

TEMP/RH% 78/80 70/55 67/72 67/77 70/55 701/5
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

JEMC 05/04/66 05/10/66 05/11!66 05/13/66 05/16/66 05/26/66

4
AVE % CH 1.48- .46 .07 .05 .27 .46-

MEAN VAL 10.16 10.01 10.21 10.17 10.16 10.19 10.11
STO DEV .66 .46 .42 .41 .57 .42 .53
Z VAR 6.50 4.60 4.11 4.03 5.61 4.12 5.24

TEMP/RH% 78/80 70/55 72/57 67/77 70/55 70/55
FAIL D 0/05 1/05 0/05 0/05 0/05 0/05
FAIL C 1/05 0/05 0/05 0/05 0/05 0/05

SMC 05/09/66 05/10/66 05/11'(-6 05/13/66 05/16/66 05/26/66

AVE % CH 6.23- 2.99- 3.21- 2.96- 2.79- 2.28-

MEAN VAL 10.12 9.49 9.81 9.79 9.82 9.83 9.89
STD DEV .28 .22 .34 .28 .05 .34 .16

% VAR 2.77 2.32 3.47 2.86 .51 3.46 1.62

TEMP/RH% 78/80 70/55 72/57 67/77 70/55 70/55
FAIL D 1/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/0'5 0/05 0/05 0/05 0/05 0/05

SEMC 05/09/66 05/10/66 05J11/66 05/13/66 05/16/66 05/16/66

AVE % CH 3.3,1- .41-- .60- .51- .11- 1.05

MEAN VAL 9.88 9.55 9.85 9.83 9.84 9.88 9.99
STD 0EV .48 .55 .48 .52 .49 .49 .63
T VAR 4.86 5.76 4.87 5.29 4.98 4.96 6.31

TEMP/RH% 78/80 70/55 72/57 67/77 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05
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I
TABLE C-5. DA. TA SUMMARY, DRYING CYCLE, CERAMIC CAPACITOR (CK)F

TYPE CK LIMIT 15.00 CAPACITOR SUMiARY--% CHANGE[ JCK 05/04/66 05/10/66 05/11/66 05113/66 05/16/66 05/26166

AVE % CH 2.93- 6.21 1.,32- 1.58- .87- 1.62-

MEAN VAL 100.0 97.0 106.1 98.6 98.4 99.1 98.3
STD DEV 7.3 6.5 6.4 5.2 4.5 4.4 4.6
% VAR 7.30 6.70 6.03 5.27 4.57 4.44 4.68

TEMP/RH% 78/80 65/62 68/60 67/62 70/55 70/55FAIL 0 0/05 0/05 0/05 0/05 0/05 0,05
FAIL L 0/05 0/05 0/05 0/05 1f/05 0/05

"JECK 05/04i66 u5/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 12.45 15.34 9.29 5.43 4.19 .05

j MEAN VAL 99.3 112.5 115.2 109.1 105.0 103.7 99.6
STD DEV 6.2 23.7 21.4 17.9 13.4 11.4 11.3

% VAR 6.24 21.07 18.58 16.41 12.76 10.99 11.35

TEMP/RH% 78/80 65/62 68/60 67;62 70/55 70/55
FAIL D 0/05 0/05 2/05 1/G5 1/09 0/05
FAIL C 2/05 2/05 O/ 05 0/05 0/05 0/05

SCK 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE X CH 1.1b- 5.10 1.23 2.73 3.52 1.13

MEAN VAL 97.8 96.6 102.7 98.9 100.4 101.2 98.8
SD DEV 5.1 6.1 4.8 5.1 4.1 4.6 5.0

% VAR 5.21 6.31 4.67 5.16 4.08 4.55 5.06

TIMP/RHZ 78/80 65/62 68/70 67/62 70/55 70/55
FALL D 0/05 0/05 0/05 0/0: 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SECK 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 1.88- 6.60 1.30 3.81 5.00 2.01

MEAN VAL 102.0 100.1 108.7 103.2 105.9 107.1 104.1
STU DEV 6.3 5.1 5.5 2.4 5.3 5.2 4.6

% VAR 6.18 5.09 5.06 2.33 5.00 4,86 4.42

TscPP/RH% 78/80 65/62 68/60 67/62 70/55 70/55
FAIL 0 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 f/05 0/05 0/05
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TABLE C-6. DATA SUMMARY, DRYING CYCLE, MYLAR CAPACITORS (CT)

TYPE CT LIMIT 6.00 CAPACITOR SUMMARY--% CHANGE
JCT 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/?6/66

AVE X CH 3.03 2.90 2.89 2.81 2.73 2.45
I?

MEAN VAL 98.25 101.23 101.10 101.09 101.01 100.94 100.66
STD DEV 1.79 1.66 1.66 1.78 1.89 1.55 1.83
% VAR 1.82 1.64 1.64 1.76 1.87 1.54 1.82

TEMP/RH% 78180 65/62 68/60 67/62 70/55 70/95
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

I

JECT 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 2.99 2.84 2.85 2.79 2.65 2.63

MEAN VAL 96.30 99.18 99.04 99.04 91.99 98.86 9d.83
STO OEV 1.98 2.08 2.08 2.25 1.9f 1.89 2.02

% VAR 2.06 2.10 2.10 2.27 1.99 1.91 2.04

TEMP/RHX 78/80 65/62 68/60 67/62 70/55 70/55
FAIL D 0/05 0/05 .'/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SCT 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE X CH 2.59 2.43 2.44 2.38 2.31 1.86

MEAN VAL 98.41 100.95 100.79 100.80 100.74 100.67 100.23
STO DEV 2.91 2.86 2.96 3.00 3.08 1.03 3.22
% VAR 2.96 2.83 2.94 2.98 3.06 3.01 3.21

TEMP/RH% 78/80 65/62 68/60 67/62 70/55 70/59
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0105 0/05

SECT 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 2.81 2.79 2.66 2.62 2.54 2.14

MEAN VAL 98.18 100.94 100.92 100.79 100.75 100.68 100.28
STD DEV 1.77 1.54 1.50 1.78 1.78 1.54 1.79

% VAR 1.80 1.53 1.49 1.77 1.77 1.53 1.79

TEMP/RH% 78/R0 65/62 68/60 67/62 70/55 70/55
FAIL 0 0/o5 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0C05
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TABLE C-7. SUMMARY, DRYING CYCLE, MICA CAPACITOR (CM)

'B

TYPE CM LIMIT 1.50 CAPACITOR SUMMARY--% CHANGE
JCM 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26166

AVE % CH .93- .51- .90- .89- .71- .93- A

MEAN VAL 2.114 2.094 2.103 2.095 2.095 2.099 2.093 M
STO DEV .003 .049 .040 .027 .038 .024 .047
X VAR .14 2.34 1.90 1.29 1.81 1.14 2.25

TEMP/RH% 78/80 70/55 68/59 67/77 70/55 70/55 7
FAIL D 1/05 1/05 1/05 1/05 1/05 1/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

JECM 05/04/66 05410/66 05/11/66 05/13/66 05/16/66 051/?/66

AVE % CH .08 .38 .14 .13 .28 .i- A

MEAN VAL 2.114 2.115 2.122 2.117 2.116 2.120 2.111 M
ST9 DEV .028 .042 .028 .028 .042 .040 .042
2 VAR 1.32 1.99 1.32 1.32 1.98 1189 1.99

TEMP/RH% 78/80 70/55 68/59 67/77 70/55 70/55 T
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0105

SCM 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE 2 CH .73 .84 .55 .56 .55 .11- A

MEAN VAL 2.109 2.124 2.126 2.120 2.120 2.120 2.106 m
ST0 DEV .041 .034 .048 .047 .055 .043 .042

% VAR 1.94 1.60 2.26 2.22 2.59 2.03 1.99

TEMP/RH% 78/80 70/55 6G/59 67/77 70/55 70/55 T
FAIL D 0/05 0/05 0/05 0/05 0/05 1/05
FAIL C 1/05 1/05 i1/05 1/05 1/05 0/05

SECM 05/09/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

"AVE % CH .91- .48- .72- .66 .54- .60- A

MEAN VAL 2.115 2.096 2.105 2.100 2.101 2.104 2.103 M
STD DEV .041 .034 .033 .033 .0,+4 .014 .027

SVAR 1.94 1.62 1.57 1.57 2.09 .67 1.28

TEMP/RH: 78/80 70/55 68/59 67/77 70/55 70/55 T
FAIL D 2/05 0/05 2/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05
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TABLE C-8. DATA SUMMARY, DfYLYNG CYCLE, FERRITE INDUCTORS (WE), :NDUCTANCE

TYPE WF LIMIT 10.00 INDUCTV)R 3UMM4&Y--% CHANGE
JWE 05/04/66 05/10/b6 05/11/66 05/i3/46 05/16/66 05!?6/66 j

AVE % CH .29- .52- .88- .63 .59 .8b-

MEAN VAL 40.05 39.93 39.84 39.70 40.30 40.29 39.70
STD DEV .38 .51 .29 .42 .33 .28 .66

% VAR .95 1.28 .73 i.06 .82 .69 1.66

TEMP/RHX 78/80 70/55 68/59 67/72 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

JEWE 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH .34 .85- .63- .51 .39 .02

MEAN VAL 40.20 40.33 39.85 39.94 40.40 40.35 40.20
STD 0EV .20 .67 .47 .58 .35 .43 .50

SVAR .50 1.66 1.18 1.45 .87 1.07 1.24

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C O0L 0/05 0/C5 0/05 0/05 0/05

SWE 05/09/66 05/10/66 05/1.1/66 05/13/66 05/16/66 05/26/66

AVE O CH .96- .48- .37 .99 1.09 .11-

MEAN VAL 40.52 40.13 40.32 40.67 40.92 40.96 40.48
STD DEV .39 .61 .57 .13 .55 .66 .38
% VAR .96 1.52 1.41 .32 1.34 1.61 .94

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SEWE 05/09/66 05/10/66 05111/66 05/13/66 05/16/66 05/26/66

AVE Z CH 1.02- 18.65- .55- .33 .12 1.24-

MEAN VAL 40.65 40.24 33.04 40.43 40.79 40.70 40.15
STO DEV .85 .42 14.40 .57 .38 .51 .31
% VAR 2ý09 1.04 43.58 1.41 .93 1.25 .77

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FAIL U 0/05 0/05 0/05 0105 0/05 0/05
FAIL C 0/05 1/05 0/05 0/05 0105 0/05 I
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TABLE C-9. DATA SUMMdARY, DRYING CYCLE, FERRITE INDUCTOR (WE) (Q)

TYPE WE LIMIT 30.00 INDUCTOR SUMMARY--% CHANGE
JWE 05/04/66 05/10/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 3.44- .11- 2.33- 1.46- 2.35 .25-

MEAN VAL 2.21 2.13 2.21 2.16 2.18 2.26 2.20
STD DEV .08 .10 .12 .12 .11 .05 .10
% VAR 3.62 4.69 5.43 5.56 5.05 2.21 4.55

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70!55
FAIL D 0/05 0105 0105 0/05 0/05 0/05
FA!L C 0/05 0/05 0/05 0/05 0/05 0/05

JEWE 05/04/,>6 05/10/66 05/11/66 05/13/66 05/16/66 05126/66

AVE t CH 3.89- .17- .80- 2.83 2.74 .85

MEAN VAL 2.20 2.12 2.20 2.19 2.27 2.26 2.22
STD DEV .14 .08 .05 .13 .13 .14 .10
% VAR 6.36 3.77 2.27 5.94 5.73 6.19 4.50

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 9/05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SWE 05/09/66 05110/66 05/11/66 05/13/66 05/16/66 05/26/66

AVE % CH 4.99- 7.89- 7.36- 4.82- 1.25 3.13-

MEAN VAL 2.24 2.13 2.06 2.07 2.13 2.27 2.17
STO 0EV .08 .12 .03 .11 .10 .12 .03
Z VAR 3.57 5.63 1.46 5.31 4.69 5.29 1.38

TEMP/RH% 78/80 70/55 68/59 67/72 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0!05
FAIL C 0/05 0/05 0/05 0/05 0/05 0/05

SEWE 05/09/66 05/10/66 05/11/66 05/13/65 05/16/66 05/26/66

AVE % CH 7.34- 20.34- 3.41- 1.94 .97 1.69-

MEAN VAL 2.27 2.11 1.81 2.20 2.32 2.30 2.24
STD DEV .14 .12 .90 .)? .09 .13 .11
X VAR 6.17 5.69 49.72 5.45 3.88 5.65 4.91

TEMP/RH% 78/80 70/55 68/59 67/7' 70/55 70/55
FAIL D 0/05 0/05 0/05 0/05 0/05 0/05
FAIL C 0/05 1/05 0/05 0/05 0/05 0/05
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APPENDIX D

DATA SUYL14RIES FOR PHASE II COMPONENTS ACCELERATED STRESS TEST

TWENTY CYCLES

MIL-STD-202C, METHOD - 106B
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mI

EXPLANATION OF TERMS
SA

% CHANGE is - 0 100,
0

where X = initial value, resistance, capacitance, or Q.
0

I X. = value measured at data taking interval
I

- AVE % CH is the arithmetic average of the % CHANGE values for the saq)le

let, excluding catastrophic failures

I iRAN VAL is the MEAN or X value of the sample lot excluding catastrophic

failures

STD DEV is ((x)2

VZ N

Standard deviation a, units of measure the same as for the component.

S% VAR is the PERCENT VARIANCE 2 x 100

I TE2--I/RH % is temperature ("F) and relative humidity (%) observed at the

time the measurements were recorded.

I
I
I
I
I.

[° I-2
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